[M]

EUiEE ==

Mymetal.net

REtEHin AR

2018 55 184 3 [ 52 906 ]

Mymetal Aluminum Report

£ R X LA 4B KBS

WX | HH | BT | KT | Bk
¥ | 13610 10 - -140
£4 | 13600 - -10 | -150
HM | 13630 30 20 | 120
f#L | 13750 | 150 140 -
YR | 13590 | 10 -20 | -160
K& | 13600 - -10 | -150
AN | 13550 | 50 -60 | —200
T | 13630 30 20 | -120
EX | 13580 | 20 =30 | -170
Xt P A B E

WX (12AF6H |12A10H | #R
a2 27.2 27.3 0.1
] 46 44. 8 -1.2
M 3.4 3.2 -0. 2
#\L 17.6 16.7 -0.9
K& 4.3 4.5 0.2
b/ 0. 4 0.5 0.1
AX 6.5 5.5 -1

X 2.2 2 -0. 2
e I 2 2 -

Bt 109. 6 106. 5 -3.1
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(#HoEL7 ) oEL7 AR BN 5%, AL:46%, Si: 8%k 319.5,
FEDERTTEMEMN,; BB AL:48%, Si:5%H% 395; # 0 AL:50%, Si:3%
i 440; I — A Al:53-55%, Si: 9-11%% 39; MM = /& Al:48-50%, Si:8-10%
iR 45; EO R A1:45-47%, Si:4-6%, # 46 (E70/%) ; &Kk I AL: 48%, ST: 7%,
W44 (Em/v) ,REFEHM.

(B4t ) EFaL9 MgialE: FETHA/S: 4.5 M 450, HHBiE
W F; BETH AL60-65%, Si:9-11%4R M 290, #HBEX . F; HFH
A1:60-65%, Si:9-11% A 330, FKELIF I F; =Tk Al: 55-60%, Si:12-13%
WA 460, FKBHFL: AF CRERET M
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Jo/"h . V] L IX A 4B AR A X [E]3010-3050 7T /7 .

[eaa4B) big4B4e 3 1% & 22 11 13590-13630 7T /%4, #H#-136107T/%, F,
WL TR, T4 I %M 13580-136207T /5, #H41136007/, F,
WA R — . AN 4B 42 B Fe 40 13610-1365070 /7, 3441136307/, # 10,
WA M. I 3 X 4548 I8¢ 41 13610-13650 7T /78, 44113630 7T /7%,
#K10, Ak — . fHb4B4 IR R R 13730137700/, #11137507C/ 4,
F, W ERRIER. hE4ELE I KA 13570-13610 7T /75, 344135907/,
K10, LHUHFEE, W E. REBEITN13580-1362070/5, 14113600
/U, #K10, T WE ER AR, T IR 13530-135707 /5, 4
1355070/, #K10, HHE B HEMAK, THERIRLR, RXEK . FX
8% T 13560-13600 7T/, 13580 T/, %20, RIEE#%F XY,

[4444) 11H R4S R4 44 4A356. 200 4% E#K10-2070 /78, L&A H 73
#-142907C /78 ; L7 344 1442070 /785 A7 L 7 7 #4 14450 70 /785 L
1475075/, B4 R 454 44 EATADCI2 E R MM HAEIEAT: T AHEK Y
1445070 /78 ; VL 7T 57 440 140507 /98 5 AL F M 14150 75 /78; # L
HIH 1410070 /75 5 1L AR 7373440 1420070 /78 ;& K 7 3534 41 14000 78 /7 5
JLPE T 41430070 /5 o A HW R — M, ARIZHE FHERRAER,
FEXRATH. METE AR BHE, ERERHTE, EFEFRD.
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